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The two figures attached to this note were supplied to Fermilab 
by Dave Taylor of Armco Steel. They display results of 
measurements on the type of steel which is used in the Main 
Injector Ring prototype dipoles. 
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DC MAGNETIZATION CURVE 
ARMCO SPECIAL QUALITY MAGNET STEEL 
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